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Clistomer KAPTAN CELIK HALAT SANA YI VE TIC. A.S. Certificate ES21809 Date FEB.26.2021 Page 11
EVERSUN g viEiiRy 2044 PR HOT DIPPED GALV.US TYPE FORGED TURNBUCKLES, JAW AND JAW
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1,1:'4;‘)(18" 046 | G24 | 0.56 0.014 ] 0.005 [ 0.01 0.01 15200LBS(6.85TON) 30490L88(13 79TON) 76‘3000LBS(34.4TTON)
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1.3/4"X24" r 28000LBS(12.70TON) 56000Lbu(2b 40TON) 140000LB3(63.50TON)
2"X24" 37000LBS(16.78TON) 74000LBS(33.56TON) 185000LBS(83.91TON)
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Size Lot No. Order QTY (PCS) Inspection QTY (PCS) Weight Remarks
1.1/4"X18" 2044 60 6 APPROVED
1.3:':4 X2"4 2044 16 1.6 APPROVED IMPORTANT NOTE:
2'X24 2044 1€ 1.6 APPROVED ALL PRODUCTS MUST BE USED WITHIN THE SAFE
i g b WORKING LOAD LIMIT!
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The report can only reproduced in full.

We hereby certify that material described herein has been manufactured and
tested with satisfactory results in accordance with the requirement of the
above material specification.




