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TEST CERTIFICATE

QINGDAO EVERSUN INDUSTRY CO.,LTD.
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: Customer Certificate Page
EVERSUN  t4¥#itik I
Last b, 2243 Broeliet H.D.GALV.FORGED CLIPS US TYPE
A A B Iy 5
Chemical Composition of BODY (%) Tensile Test
C Si Mn B (] Cr Ni
7= A%
i 0.46 0.24 56 | 0.014 005 | 0.01 0.01
Size 3 o ) RIS e
H LU F 4 TORQUE IN Ft.(Ibs) Proof Load (Ton) Min. Breaking Load (TON)
Chemical Composition of U-BOLT (%).
C Si Mn P 8 B4 Ni
. 0.15~ | 018~ | 04~ | 002~ | 0.015~
o/8 0.16 0.25 042 | 0025 | 0017 | — i 95LBS
1.12" 360LBS —_
1.5/8" 430LBS e
BLANK BELOW
7= i AAg A= PANGE s 2l 6 g Ffict
Size Lot No. Order QTY {PCS) Inspection QTY (PCS) Weight Remarks
5/8" 2245 1000 10 APPROVED THE MATERIAL:
BODY IS C1045 STEEL.
142" 2245 100 APPROVED U BOLTS AND NUTS IS C1015 LOW CARBON STEEL.
1.5/8" 2245 100 APPROVED |IMPORTANT NOTE:
ALL PRODUCTS MUST BE USED WITHIN THE SAFE WORKING
BLANK BELOW LOAD LIMIT !
AR P Manager of Quality Assurance Department
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The report can only reproduced in full.
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We hereby certify that material described herein has been manufactured and
tested with satisfactory results in accordance with the requirement of the

above material specification.
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