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TEST CERTIFICATE / DECLARATION OF "CE" CONFORMITY
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Ny 2044 Product MKO1 MASTER LINKS RED COLOR G80
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7 LS Chemical Composition (%) Tensile Test
Size c Sj Mn p s Ni K g ol A N AE ] RO,
Safe Working Load (TON) Proof Load (TON) Min. Breaking Load (TON)
5/8" 0.20 0.26 0.93 | 0.018 | 0.011 0.03 408 8.16 SEE REMARKS
3/4" Cu H Mo V 5.58 11.16 SEE REMARKS .
1 0.02 | 0.063 | 0.003 | 0.008 11.05 22.10 SEE REMARKS
1.3/4" 38.51 77.02 SEE REMARKS
2" 46.54 93.08 SEE REMARKS
3" 103.00 206.00 SEE REMARKS
3.1/2" 126.00 252.00 SEE REMARKS
7 RS toxs T EU Ko ikt Hfid
Size Lot No. Order QTY (PCS) Inspection QTY (PCS) Weight Remarks
20 i Lt s APPROVED FOR CHAIN SLING: MIN.ULTIMATE LOAD IS 4 TIMES THE WLL
' s ; 4 5
3/4 2044 400 20 APPROVED FOR STEEL ROPE SLING:MIN.ULTIMATE LOAD IS 5 TIMES THE WLL
1" 2044 800 40 APPROVED FROM THE GOODS YOU PURCHASED ABOUT 5% SAMPLES TAKEN AT
= RANDOM WERE TESTED AS REQUIRED. THE TEST RESULT CAN MAKE
1.3/4 2044 100 S APPROVED THE REQUIREMENT. THE RAW MATERIAL STEEL IS ALLOY
2" 2044 50 3 APPROVED STEEL,20CrMnTi
7 IMPORTANT NOTE: ALL PRODUCTS MUST BE USED WITHIN THE
3 2044 12 1 APPROVED WORKING LOAD LIMIT !
3.1/2" 2044 6 1 APPROVED
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We hereby certify that material described herein has been manufactured and
tested with satisfactory results in accordance with the requirement of the
above material specification.
2 R AR LRGP, AT CERRIL, 54 K"CE bk,
We declare that the goods are manufactured with CE mark and are in conformity with CE requirement.
The goods is suitable for EN818-2 G80 chain
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The report can only reproduced in full.
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i B Manager of Quality Assurance Department
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