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EVERSUN LRI 2235 P o1 DIPPED GALV.G402 EYE AND EYE SWIVELS

Lot no. Product
FHEER Y ETWIRTY 3
7= A Chemical Composition (%) Tensile Test
Size ) 22 TAERN RIEHL T T i
5 o i ¥ o ol Wi Safe Working Load (Ton) Proof Load (Ton) Breaking Load (Ton)

e 046 | 023 | 057 | 0.019| 0.013 | 0.02 | 0.002 12500LBS(5.67 TON) 25000LBS(11.34 TON) 62500LBS(28.35 TON)
1.1/4" Ni 18000LBS(8.16 TON) 36000LBS(16.32 TON) 90000LBS(40.82 TON)
1.0/2" 0.02 45200LBS(20.50 TON) 90400LBS(41.00 TON) 226000LBS(102.51 TON)

BLANK BELOW
= A ks TR il HE Fifict
Size Lot No. Order QTY (PCS) Inspection QTY (PCS) Weight Remarks

i 2235 150 8 APPROVED
1.1/4" 2235 100 5 APPROVED FROM THE GOODS YOU PURCHASED,ABOUT 5% SAMPLES TAKEN
112" 5935 110 5 APPROVED AT RANDOM WERE TESTED AS REQUIRED. THE TEST RESULT

’ CAN MAKE THE REQUIREMENT.
BLANK BELOW IMPORTANT NOTE: ALL PRODUCTS MUST BE USED WITHIN THE
SAFE WORKING LOAD LIMIT !

- ’ 523 Manager of Quality Assurance Department
1. 25 IE AR TH = 5, BRI HE B, IR e MR 2 2R

We hereby certify that material described herein has been manufactured and tested with satisfactory results in
accordance with the requirement of the above material specification.
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