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QINGDAO HONSUN LIFTING MACHINERY AND EQUIPMENT CO.,LTD.
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The report can only reproduced in full.

o M KAPTAN CELIK HALAT SANA Y! VE TIC AS. HX1205KPT03
n .** Customer Certificate
e G 4 B U.S.TYPE DROP FORGED TURNBUCKLE
Description
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Fis | Chemical Composition Tensile Test
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1.12"X24" C Si Mn P S Cr Ni
1 | Working Load Limit Proof Test Min. Breakage Force
458 045 | 0.23 | 0.62 0.026 | 0.009 | **** vaes | 21400LBS bkl L 112350LBS
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Material Heat No. Order QTY Inspection QTY | Weight , Test Certificate according to
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We hereby certify that material described herein has been manufactured i S Manage f Qi surance Department
and tested with satisfactory results in accordance with the requirement of —Ifi&‘E_ Q Sl )
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