YOUNGWIRE

Factoty : 193, Gongdan-ro, Seongsan-gu, Changwon-si,
Gyeongsangnam-do, Korea
Te 1. +82-55-239-5500
Fax, +82-55-282-2676

Office : 7F CJ Korea Express Building 119,
Daegyo-ro, Jung-gu, Busan, Korea

Tel. +82-51-465-1946
Fax. +82-51-465-1050

CERTIFICATE OF INSPECTION

(MILL TEST CERTIFICATE)

We hereby guarantee that the laboratory tests and inspection results
of steel wire rope cpn.formed to the specification as per contract :

Customer KAPTAN CELIK H/}(XT ﬁN Nﬁ:,rlc 4.5,

Date 2022/12/20
Reel No./Coil No. B ?"M;’ P.O.No. 2211636
Sampling No. 2 / T, R Inv.No. 2211636-02
1. TYPE & GRADE . W
Diameter 28400 e Construction DURAPLUS 8CP
Grade Lubrication A-2/A-2
Finish RAWN*&QWWW Lay RHRL
Length 130 M gy, Specification EN 12385-4
2. TEST RESULT %?“*ﬁ

A. Rope "“é’rfgz

Nominal Digiete S‘b‘e 28.0000 m

Actual Diamete 28,4000 mm

Actual Lag Le th 185.0000 mm

Specifie greakm“gf*;l,,oad 725.0 KN

Actual reakinig: Loa z-,-% 743.0 KN

Prefomnmg f;’f e st f; GOOD
B. Wires M ‘i /

Tensile Strength Tesf" SATISFACTORY

Torsion SATISFACTORY

Weight of Zinc Coating SATISFACTORY

Wrapping & Unwrapping Test SATISFACTORY

Uniformity of Coating L
CHEMICAL ANALYSIS OF WIRE ROD

Charge
No. C Si Mn P S
SF59415 0.818 0.246 0.676 0.011 0.007

Remarks gy cprr No.: 9216PSN22/2
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