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2.本报告不得局部复制

  The report can only reproduced in full.
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附记

Remarks

炉号

Heat No.

订货数量

Order QTY

检测数量

Inspection QTY

重量检测

Weight Inspection

APPROVED

APPROVED

——

15.00 T 60.00 T

产品规格

Size

10-8

16-8

7-8 ——

——

——

 

  FROM THE GOODS YOU PURCHASED,ABOUT    5    % SAMPLES

  TAKEN AT RANDOM WERE TESTED AS REQUIRED.

  THE TEST RESULT CAN MAKE THE REQUIREMENT.THE GOODS

  ARE MANUFACTURED ACCORDING TO GRADE 80 REVELANT

  STANDARD, AND THE RAW MATERIAL STEEL IS ALLOY STEEL,

  35CrMo.

10-8

2.00 T

3.15 T

8.00 T

12.60 T

5.30 T 21.20 T

1/1
Customer

Order No.
订单号码

GR80 SWIVEL HOOKS WITH SAFETY LATCHES YELLOW COLOR 

拉力试验

Tensile Test

MAR.02.2011HX1101KPT01A

品保经理 Manager of Quality Assurance Department1.兹证明本表所列产品，均依材料规格制造及测试，并符合规定之要求

  We hereby certify that material described herein has been manufactured and

  tested with satisfactory results in accordance with the requirement of the

  above material specification.

13-8

18/20-8

工作拉力

Working Load

22-8

7-8

—— —— ——

产品规格

Size 破断拉力

Breaking Load
Cr MoC Si Mn P S Ni

KAPTAN CELIK HALAT SANA YI VE TIC A.S.

HX1101KPT01A

化学成分

Chemical Composition

Certificate

Product

品证书号码

产品名称

客户

8.00 T 32.00 T16-8

13-8 —— 100 PCS 5 PCS APPROVED

12.50 T 50.00 T


